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Element Ag Al As Ba Be Bi Ca cd

DL 0.1 100 0.1 1 0.2 0.1 100 0.1

Unit ppm ppm ppm ppm ppm ppm ppm ppm
Method MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01  MMS-01
co

co

e Ol g 0.4 117 4.8 <1 0.2 <0.1 800 <0.1
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Cr
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ppm
MMS-01

0.97

0.5

ppm
MMS-01

<0.5
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Element K La Li Lu Mg Mn Mo Na Nb Nd Ni P Pb Pr Rb S Sb Sc Se Sm Sn Sr

DL 100 1 1 0.1 100 5 0.1 100 1 0.5 1 10 1 0.05 1 50 0.5 0.5 0.5 0.02 0.1 1

Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
Method MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01
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e Ol g <100 3 <1 <0.1 >2% 64 <0.1 392 <1 <0.5 148 13 <1 <0.05 <1 >3% 0.7 <0.5 <0.5 <0.02 0.2 9
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Element Ta Tb Te Th Ti Tl Tm U Vv w Y

DL 0.1 0.1 0.1 0.1 10 0.1 0.1 0.1 1 1 0.5
Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
Method MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01  MMS-01
co

co

ke Olalguw 1.08 <0.1 0.65 <0.1 <10 <0.1 <0.1 <0.1 1 <1 <0.5
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